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ABSTRAC T

Zinc oxide nanoparticles are one of the known safe compounds, and 
their low toxicity makes them suitable for waste water remediation. An 
environment-friendly approach of synthesizing nanoparticles is the use 
of plant extracts which are rich sources of phytochemicals as reducing 
agents. In this research, aqueous extracts of four different plants’ leaves 
were analyzed and found to contain anthocyanins, steroids, phenolics, 
saponins, flavonoids, and terpenoids. Optimization study prepared 
the precursors (zinc salt and plant extracts) in varying volume-ratios of 
1:1, 1:2 and 2:1; a higher yield was observed for the ratio 1:1 having 
calculated percentage yields of 50.0 %, 64.1 %, 21.8 %, and 68.0 % for 
leaves of guava, tropical almond, lemon, and Mexican a, respectively. The 
TEM characterization of these biosynthesised nanoparticles have sizes in 
the range 0.22 nm and 5.80 nm, while the EDS spectra presented these 
nanoparticles as highly pure having major elements of zinc and oxygen. The 
small sizes and very high purity of the biosynthesised nanoparticles make 
them fit for adsorption applications such as waste water remediation.
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INTRODUCTION
Nanoparticles (NPs) are materials with sizes 

between 1 – 100 nm in thier atomic, molecular 
or macro-molecule level [13]. Zinc and Zinc 
oxide Nanoparticles have been useful in plant 
development by formulating chemicals that protect 
plants and crops from insects, fungi, bacteria and 
pests. They are also useful in water, soil, and air 
remediation. [2]. ZnO nanoparticles have several 
advantages which include unique chemical and 
thermal stability, robustness, and long shelf life 
over other metal oxides such as TiO2, WO3, 
SiO2, and Fe2O3 [5]. In addition, Food and Drug 
Administration (FDA) considers zinc oxide as one 
of the safest metal oxides that can be used in food 
industries [6].

The synthesis of nanoparticles can be categorized 
into three main methods i.e. physical, chemical, and 

biological methods. The biological method, also 
known as the biosynthetic method, in comparison 
to the other two methods have been adjudged to 
be a synthetic route that is, straightforward, cost-
effective, dependable, sustainable, and reproducible 
[11].  

According to Verma and Mehata (2015), 
the ratio of metal salt to plant extract affects the 
yield and mophology of the biosynthensised 
nanoparticles. Azadirachta indica broth and silver 
salt were experimented, and it was found  that the 
absorption intensity increases monotonically with 
increasing the concentration of Azadirachta indica 
broth which shifted the absorption spectrum 
towards red (from 408 to 421 nm). This indicates 
an increase in the size of silver nanoparticles [20]. 

In their study entitled, “Effect of accelerator 
in green synthesis of silver nanoparticles,”  
Darroudi et al. (2010) found that the obtained 
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silver nanoparticles absorption peaks, which is 
the characteristic surface plasmon resonance 
(SPR) band for silver, shifted from 407 to 424 nm 
in response to the addition of different NaOH 
volumes. This blue-shift was related to a decrease 
in the particle size of Ag-NPs as suggested by 
Heath (1989) and the results demonstrated 
good agreement with the results obtained in the 
transmission electron microscopy (TEM) images of 
Ag-NPs and their particle size distribution which 
recorded a decrease in size from 20 nm to 10.7 nm 
on average [8].

Energy dispersive X-ray spectroscopy (also 
known as EDS, EDX or EDXA) is a powerful 
technique that enables scientists to analyze the 
elemental composition of a desired sample. 
The major operating principle that allows 
EDS to function is the capacity of high energy 
electromagnetic radiation, X-ray to eject ‘core’ 
electron (electrons that are not in the outermost 
shell) from an atom. This principle is known as 
Moseley’s law, which relates a direct correlation 
between the frequencies of light released and 
the atomic number of the atom. Removing these 
electrons from the system will leave behind a 
hole that a higher energy electron can fill in, and 
it will release energy as it relaxes. The energy 
released during this relaxation process is unique 
to each element on the periodic table, and as such 
bombarding a sample with X-rays can be used to 
identify which elements are present and with what 
proportions [10].

The physical and chemical properties of 
nanophase materials rely on their crystal and 
surface structures. Transmission electron 
microscopy (TEM) is a powerful and unique 
technique for structure characterization. TEM is 
unique in identifying and quantifying the chemical 
and electronic structure of individual nanocrystals 
[21].

The percentage yield of nanoparticles is 
highly important in a cost-effective production 
of nanoparticles. This research seeks to bring 
to the limelight the effect of varying volumes of 
reacting mixtures of zinc sulphate heptahydrate 
and leaves extract in order to ascertain the best 
volume-mixture ratio. On the other hand, the EDS 
elemental composition gives knowledge of elements 
that made up the nanoparticles and shows the 
proportion of interfering elements (elements that 
are neither zinc nor oxygen) and thereby indicates 
the purity level of the biosynthesized nanoparticles.

This work aims to compare elemental 
compositions, percentage yields, and particle sizes 
of the zinc oxide nanoparticles synthesised using 
four different aqueous leave extracts as reducing 
agents at varying volume ratios of the zinc sulphate 
precursor. 

MATERIALS AND METHODS
Plant sample collection and preparation

Fresh leaves of the plants, Psidium guajava 
(guava fruit), Terminalia catappa (tropical almond 
fruit) Cymbopogon citratus (lemon grass), Tithonia 
diversifolia (mexican sunflower) were collected 
from Osun State Polytechnic, Iree, Nigeria 
(Geographical coordinates, latitude and longitude 
– 7.935237, 4.7303397). They were washed and 
rinsed twice with distilled water, and cut into 
smaller pieces with knife. 

Preparation of plant extracts solutions
A 10 %  leaves concentration was prepared by 

weighing 1000 g each of these leaves and soaked into 
10,000 mL of distilled water at room temperature of 
28 oC, these were left for 7 days, after which a clean 
meshed cloth was used to separate out the filtrate, 
and 1 mm Whatmann filter paper was then use to 
re-filter the filtrate. 

Preparation of Zinc salt and Base solutions
0.01 M ZnSO4.7H2O was prepared by dissolving 

2.88 g of the salt into 1 L of distilled water using 
1000 mL standard flask. While, 0.01 M NaOH was 
prepared by dissolving 0.4 g of the alkali into 1 L 
of distilled water using 1000 mL standard flask. 
In calculating for percentage yield, it is important 
to note that, 0.52 g, 0.78 g and 1.04 g of zinc salt 
will be contained inside of 180 mL, 270 mL, and 
360 mL of the standard solutions, respectively. All 
chemicals and reagents used in this work were of 
analytical grade and used without any purification. 
Standard solutions were prepared and used where 
required.

Phytochemical Screening 
Standard procedures were employed to test for 

the presence of phytochemicals: 
(i) Saponins: 5 mL of the extract was mixed 

with 20 mL of distilled water and then agitated in 
a graduated cyclinder for 15 minutes. Formation of 
foam indicates the presence of Saponins [18]. 

(ii) Phenols: Crude extract was mixed with 2 mL 
of 2% FeCl3 solution. A blue green or black colour 
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indicated the presence of phenols and tannins [16]. 
(iii) Flavonoids: Few drops of 20% sodium 

hydroxide solution was added to 1mL of the 
extract. A change to yellow color which on addition 
of acid changed to colourless solution indicated the 
presence of flavonoids [16]. 

(iv) Anthraquinones: Few drops of 2 % 
hydrochloric acid was added to the extract, 
Appearance of red color indicates the presence of 
anthraquinone [17]. 

(v) Anthocyanins: 2 mL of extract was added to 
2 mL of 2 M HCl and ammonia. The appearance of 
pink-red which turned to blue-violet indicated the 
presence of anthocyanins [16]. 

 (vi) Coumarins: 3 mL of 10 % NaOH was added 
to 2 mL of extract and the formation of yellow color 
demonstrated the presence of coumarins [16]. 

(vii) Emodins: 3 mL of NH4OH and 5 mL 
of Benzene were added to 2 mL of the extract. 
Appearance of red colour indicated the presence of 
emodins [4]. 

(viii) Terpenoid: 2 mL of the plant extract was 
added to 2 mL of acetic anhydride and concentrated 
H2SO4. The formation of blue green rings indicated 
the presence of terpenoids [16].

(ix) Steroids: 1 mL of the plant extract was 
dissolved in 10 mL of chloroform and equal 
volume of concentrated sulphuric acid was added 
by sides of the test tube. The upper layer turns red 
and sulphuric acid layer showed yellow with green 
fluorescence. This indicated the presence of steroids 
in each of the plant leave aqueous extract [16].

Biosynthesis/optimization process
In order to know the precursor combination 

with the best yield, reacting mixtures in Table 1 were 
prepared at room temperature and were throughly 
mixed by stirring with glass rod for 2 minutes and 
left for 5 days to bring the biosynthesis reaction into 
completion at room temperature of 28 oC (during 
the biosynthesis reaction, +2 oxidation state of zinc 
in the ZnSO4.7H2O standard solution was being 
reduced to zero  i.e. Zn2+ → Zn0). The supernant 
was carefully decanted off and the nanoparticles 
centrifuged at 4000 rpm for 30 minutes; this was 
done thrice with fresh distilled water to remove 
unreacted components of the mixture, and then, 
the oven was dried at 90 oC to obtain the dried 
nanoparticles (zinc particles get easily oxidized in 
the presence of oxygen from the atmosphere and 
the heat drying treatment to form zinc oxide) [15]. 

TEM particle size characterization
JEM-ARM200F-G TEM was employed for the 

study under an electron microscope. The sample 
was made to be semi-transparent to allow the 
passage of electron beams through it. To achieve 
this semi-transparent nature, the sample is 
sectioned into fine sections using the glass attached 
to a device known as ultra-microtome. The device 
has a trough that is filled with distilled water, the 
sections cut were collected in this trough which are 
then moved to a copper grid to be viewed under the 
microscope. 

 

Table 1: Different Biosynthesis process mixture
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RESULTS AND DISCUSSION
Phytochemical screening 

Nine phytochemicals present were tested on all 
the aqueous leaves extracts of guava fruit, tropical 
almond fruit, lemon grass, and Mexican sunflower. 
Table 2 presents the results.

Saponins and steroids were present in all the 
extracts, while anthraquinones, coumarins and 
emodins, which are anthraquionone derivatives, 
were absent. 

Lack of phenol derivatives such as flavonoids 
and anthocyanin may have a negative impact on 
the reducing strength of the lemon aqueous extract. 
This result is in agreement with the phytochemicals 
result of Umar et al, (2016) where phenolics were 
absent in the lemon leave extract [19].

The absence of terpenoids, a known isoprenoid, 
suggests that non-aromatic structures may inhibit 

the reductive ability of guava and lemon plant 
extract. This probably brought about lower yields as 
compared to the yields of Mexican sunflower and 
tropical almond.

Percentage yield calculations 
The percentage yield of the nanoparticle was 

calculated using equation 1 and the calculated 
values are presented in Table 3.
Eq 1

The weight of the dried nanoparticles with 
respect to the mixture-volume ratio shows that the 
ratio 1:1 of Zn salt to aqueous leave extract gave 
a better yield compared to the two other mixture 
ratios i.e. 1:2 and 2:1. B1 has a mean value of 40.7, 
B2 of 49.3, B3 of 14. 7, and B4 of 56.2, implying that 
the reducing power trend of the aqueous extract 

 

Table 2: Phytochemical screening results of the aqueous leaves extract

NB: Present (Yes) / Absent (No)

 

Table 3: Percentage yield of the dried nanoparticles
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against the Zn sulphate salt solution is presented as 
B4 > B2 > B1 > B3 i.e. Mexican sunflower > tropical 
almond > guava > lemon. The phytochemical 
results, if related to the yield of the nanoparticles, 
suggest that the number of phytochemicals 
present is not chiefly the reason for the reducing 
ability of the extracts but rather the nature of the 
phytochemicals present.

Elemental composition
The EDS instrument was used to know the 

purity level of the biosynthesized nanoparticles. 
Figs. 1 – 4 present the EDS spectra of the 1:1 volume 
mixture ratio of the nanoparticles produced using 
the four aqueous extracts as reducing agents, while 

 

        

          

 

 

 

Fig 1: Schematic diagram of the biosynthesis process 
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Dried zinc oxide 
nanoparticles 

Particles formation i.e. zinc 
metal (Zn0) inside of water  

 

 

Oven Drying 
Centrifugation 

Table 4 summarizes the spectra peaks with their 
corresponding percentages.

The EDS result of the selected nanoparticles 
shows that the biosynthesis process gave a pure 
Zn metal oxide as the result indicates that over 75 
% of the nanoparticles elemental contents are Zn 
and oxygen. The percentages of Zn with oxygen 
content in the samples B1* and B2* are 76.6 % and 
80.5 %, respectively, which incorporated three 
other metals, namely aluminium, iron, and sodium 
which makes them of lower purity compared 
with B3* and B4*samples. The sample B4* which is 
the biosynthesized nanoparticles using Mexican 
sunflower as a reductant gave the purest dried 
nanoparticles which is free of other metallic species 

Fig 1: Schematic diagram of the biosynthesis process

 

Table 4: Elemental composition of nanoparticles sample labeled B1* B2* B3* and B4*

 

Table 5: EDS Percentage Yield of the dried Nanoparticles
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and silicon present in sample B3* i.e. 98.0 % as 
against 96.8 %. This result compares favourably 
with Chu et al, (2022) where, Zr of 69.29 % and 
O of 30.71 % in the nano-synthesized ZrO2 were 
adjudged to be pure [14].

The yield percentages in Table 3 do not consider 
the purity data as presented by the EDS weight 
percentage results. Table 5 presents the calculated 
percentage yields of the four selected nanoparticles 
using equation 2.
EDS % yield =

--Eq. 2
The calculation of percentage yields which 

incorporated the percentage weight of EDS 
elemental results provided a more accurate way of 
knowing the yield as the level of the purity of dried 
weighed nanoparticles was considered. The results 

maintain the trend as discussed in Table 3 where, 
B4 > B2 > B1 > B3 i.e. Mexican sunflower > tropical 
almond > guava > lemon. However, a study of the 
deviation in the value of these percentage yields 
confirms that sample B3* (lemon) is the purest 
of the biosynthesized nanoparticles having zero 
deviation while B2* (tropical almond) is the least 
in purity, as presented in Table 6 using equation 3.
% Deviation = Percentage yield without EDS – Percentage yield with EDS         Eq. 3

 

 

Fig. 1: EDS Spectrum of B1* 

 

 

 

  

 

 

Fig. 2: EDS Spectrum of B2* 

  
 

 

Fig. 3: EDS Spectrum of B3* 

  

 

Fig. 4: EDS Spectrum of B4* 

  

Fig. 1: EDS Spectrum of B1* Fig. 2: EDS Spectrum of B2*

Fig. 3: EDS Spectrum of B3* Fig. 4: EDS Spectrum of B4*

 

Table 6: Deviation percentage yield of the sample using EDS result
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Transmission Electron Micrographs
The micrograph of the selected samples i.e. B1*, 

B2*, B3* and B4* are presented in Figs 5 to 8 and 
the summary of TEM displayed particle sizes is 
observed in Table 7. 

The particle sizes invariably mean large surface 
area, which make the biosynthesized nanoparticles 
suitable in adsorption applications in the field of 
remediation of waste water.  The trend in mean 
particle sizes of the samples are: ZnO tropical 

 

 

 

Fig. 5: TEM Micrograph B1* 

  

 

Fig. 6: TEM Micrograph B2* 

  

 

 

 

Fig. 7: TEM Micrograph B3* 

  

 

Fig. 8: TEM Micrograph B4* 

almond > ZnO Mexican sunflower > ZnO lemon > 
ZnO guava with sizes ranging from 0.32 – 2.70 nm, 
0.22 – 5.80 nm, 0.52 – 5.32, 0.52 – 8.32, respectively. 
The TEM images help to confirm the nano-scale 
sizes of biosynthesized nanoparticles which is a key 
factor in using such samples as an adsorbent.

Ali (2016) worked on the leaves extract of 
Aloe barbadensis (Aloe Vera) as a reducing agent 
to produce ZnO NPs in sizes ranging from 8–20 
nm using XRD [3]. Ocimum basilicum L. var. 

Fig. 5: TEM Micrograph B1* Fig. 6: TEM Micrograph B2*

Fig. 7: TEM Micrograph B3* Fig. 8: TEM Micrograph B4*

Table 7: Summary of TEM displayed particle sizes
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purpurascens (Lamiaceae) Red Rubin basil Leaf 
extract was used as a reducing agent to produce 
Zn Oxide nanoparticles, the size of which is 
around 50nm using TEM [1]. Azadirachta indica 
(Meliaceae) Neem Leaf was used as a reducing 
agent to produce Zn Oxide nanoparticles, the size 
of which ranges from 9.6–25.5 nm using TEM [7]. 
Of all the reviewed nanoparticle sizes from plant 
extract as reducing agent, this research work 
presented a smaller particle size.

Krishna and Swamy (2012) in their study on the 
effect of particle size, adsorbent particles of sizes 0.6 
mm, 0.8 mm and 1.7 mm particle size were used to 
adsorb on Cr (IV) from water sample, the quantity 
of this metal ion adsorbed on the adsorbent were 
3.01, 2.66 and 2.34 mg g-1, respectively. It was then 
concluded that the increase in the particle size 
diminishes the percentage removal, and at a fixed 
adsorbent dosage the decrease in particle size 
increases the metal uptake. The rise in the uptake 
by smaller particles was said to be due to the greater 
accessibility to pores and to the greater surface area 
for bulk adsorption per unit mass of the adsorbent. 

In line with the work of Krishna and Swamy 
(2012), the biosynthensized nanoparticles propose a 
positive result if applied in waste water remediation

CONCLUSION
The TEM micrographs confirm that 

nanoparticles were synthesized having sizes 
between 1 and 100 nm, while the EDS presents 
a high level of purity i.e., 98 % of the synthesized 
nanoparticles using Mexican sunflower extract 
as a reducing agent are Zinc and Oxygen. The 
best yield was noted in the ratio 1:1 where Zn 
sulphate salt and Mexican sunflower aqueous 
extract gave a percentage yield of 68.0 %. However, 
the biosynthesized ZnO NPs which used tropical 
almond as its reducing agent is most preferred 
owing to having the smallest mean particle size of 
1.14 nm. 

CONFLICT OF INTEREST
The authors declare no conflict of interest.

REFERENCES
1. Agarwal H, Venkat Kumar S, Rajeshkumar S. A review on 

green synthesis of zinc oxide nanoparticles – An eco-friendly 
approach. Resource-Efficient Technologies. 2017;3(4):406-
13. https://doi.org/10.1016/j.reffit.2017.03.002

2. Al Jabri H, Saleem MH, Rizwan M, Hussain I, Usman 
K, Alsafran M. Zinc Oxide Nanoparticles and Their 
Biosynthesis: Overview. Life [Internet]. 2022; 12(4). 

10.3390/life12040594
3. Ali K, Dwivedi S, Azam A, Saquib Q, Al-Said MS, 

Alkhedhairy AA, et al. Aloe vera extract functionalized 
zinc oxide nanoparticles as nanoantibiotics against multi-
drug resistant clinical bacterial isolates. Journal of Colloid 
and Interface Science. 2016;472:145-56. https://doi.
org/10.1016/j.jcis.2016.03.021

4. Azhagu RR, Gomathi M, Prakasam A, Priya K, Narayanayyar 
V, Mahesh P, et al. Preliminary phyto-chemical analysis and 
biological activity of Hyptis suaveolens (L.)(Lamiaceae). 
The Pharma Innovation. 2017;6(7, Part H):1032. 

5. Belver C, Bedia J, Gómez-Avilés A, Peñas-Garzón M, 
Rodriguez JJ. Chapter 22 - Semiconductor Photocatalysis 
for Water Purification. In: Thomas S, Pasquini D, Leu 
S-Y, Gopakumar DA, editors. Nanoscale Materials in 
Water Purification: Elsevier; 2019. p. 581-651. https://doi.
org/10.1016/B978-0-12-813926-4.00028-8

6. Bettini S, Pagano R, Valli L, Giancane G. Enhancement of 
Open Circuit Voltage of a ZnO-Based Dye-Sensitized 
Solar Cell by Means of Piezotronic Effect. Chemistry – An 
Asian Journal. 2016;11(8):1240-5. https://doi.org/10.1002/
asia.201501325

7. Bhuyan T, Mishra K, Khanuja M, Prasad R, Varma A. 
Biosynthesis of zinc oxide nanoparticles from Azadirachta 
indica for antibacterial and photocatalytic applications. 
Materials Science in Semiconductor Processing. 2015;32:55-
61. https://doi.org/10.1016/j.mssp.2014.12.053

8. Darroudi M, Ahmad MB, Abdullah AH, Ibrahim NA, 
Shameli K. Effect of Accelerator in Green Synthesis of 
Silver Nanoparticles. International Journal of Molecular 
Sciences [Internet]. 2010; 11(10):[3898-905 pp.]. 10.3390/
ijms11103898

9. Heath JR. Size-dependent surface-plasmon resonances of 
bare silver particles. Physical Review B. 1989;40(14):9982-
5. 10.1103/PhysRevB.40.9982

10. Jadoun S, Arif R, Jangid NK, Meena RK. Green synthesis of 
nanoparticles using plant extracts: a review. Environmental 
Chemistry Letters. 2021;19(1):355-74. 10.1007/s10311-
020-01074-x

11. Krishna RH, Swamy A. Investigation on the effect of particle 
size and adsorption kinetics for the removal of Cr (VI) from 
the aqueous solutions using low cost sorbent. Eur Chem 
Bull. 2012;1(7):258-62. 

12. Laurent S, Forge D, Port M, Roch A, Robic C, Vander 
Elst L, et al. Magnetic Iron Oxide Nanoparticles: 
Synthesis, Stabilization, Vectorization, Physicochemical 
Characterizations, and Biological Applications. Chemical 
Reviews. 2008;108(6):2064-110. 10.1021/cr068445e

13. Chu MN, Truong MX, Nguyen TH, Do TH, Duong TT, 
Tran TK, et al. Purification and Characterization of High 
Purity Nano Zirconia by Liquid-Liquid Extraction Using 
D2EHPA/p-Xylenes. Inorganics [Internet]. 2022; 10(7). 
10.3390/inorganics10070093

14. 2019 BGCP. Energy Dispersive X-ray Spectroscopy. The 
LibreTexts libraries Last updated: Aug 22, 2022 [Available 
from: http://chem.libretexts.org/@go/page/148440.

15. Nwosu FO OE, Adekola FA, Ogundare SO. Biosynthesis, 
Characterization and Vat-Dye Removal Application of 
Zn Oxide – Activate Carbon Nanocomposite. FNS 2nd 
International Conference, ACU Oyo April, 2022. 

16. Packirisamy V, Krishnamorthi V. Evaluation of Proximate 
Composition and Phytochemical analysis of Terminalia 
catappa L. from Nagapattinam Region. Int J Sci Res (IJSR). 



E. O. Oyetola. / Using four plant leaves as reducing agent

Nanochem Res 8(1): 31-39, Winter 2023 39

2014;3(12):877-80. 
17. Praveen R, Nair AS. Preliminary phytochemical screening 

of root extracts of Myxopyrum smilacifolium Blume. 
Asian Journal of Biomedical and Pharmaceutical Sciences. 
2014;4(38):41-5. 

18. Amos T, Bashir L, Saba S, Saba M, Mohammed B, Abdulsalam 
I, et al. Phytochemicals and acute toxicity profile of aqueous 
and methanolic extracts of Crateva adansonii leaves in 
Swiss albino rats. Asian J Biochem. 2015;10(4):173-9. 
10.3923/ajb.2015.173.179

19. Umar M, Mohammed I, Oko J, Tafinta I, Aliko A, Jobbi D. 
Phytochemical analysis and antimicrobial effect of lemon 

grass (Cymbopogon citratus) obtained from Zaria, Kaduna 
State, Nigeria. Journal of Complementary and Alternative 
Medical Research. 2016;1(2):1-8. 

20. Verma A, Mehata MS. Controllable synthesis of silver 
nanoparticles using Neem leaves and their antimicrobial 
activity. Journal of Radiation Research and Applied 
Sciences. 2016;9(1):109-15. https://doi.org/10.1016/j.
jrras.2015.11.001

21. Wang ZL. Transmission Electron Microscopy of Shape-
Controlled Nanocrystals and Their Assemblies. The Journal 
of Physical Chemistry B. 2000;104(6):1153-75. 10.1021/
jp993593c


